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Abstract
In this study, the calculation results of the briquette stress state by the Finite element
method are presented. The ﬁelds of compressive and tensile stresses in briquette
are determined. The conditions affecting the process of the briquette destruction are
considered.
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1. Introduction
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The raw materials for a metallurgical remelting are often ﬁnely dispersed phase. This is
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either the natural state of minerals or the grinding in the operations of enrichment, as
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well as the wastes of the chemical or metallurgical industry (sludge, dust, etc [1, 2]). If
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the subsequent processing will associated with the pyrometallurgical production, it is
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prevented the removal of ﬁne particles by the convective ﬂow of the ascending gases.

article is distributed under

Therefore, such raw material must be enlarge, which is achieved by various methods,

the terms of the Creative

including the briquetting processes [3]. Economic problems of briquetting were dis-
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cussed in the article [4] and the problems of processes simulation are described in the
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publication [5].
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Selection and Selection and

In the plunger or the roll briquetting [6], the briquettes of various shapes are
obtained. The current problem is to choose the shape of the briquette, in which the
least loss of the material mass occurs during transport and handling operations.
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2. Result and Discussion

Committee.

During the briquette formation, the stress state is usually analyzed when a distributed
load is applied to the contact area of the briquette. The briquettes are destroyed during
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Figure 1: Ordered (a) and chaotic (b) the briquettes arrangement during the transport operations.

transport operations due to the impact of the briquette edges to each other. Fig. 1
shows the possible orderly and chaotic arrangement of briquettes during transport
operations. As a rule, briquettes have relatively small size, so it takes large investment
of time to organize their arrangement. So a chaotic arrangement of the briquettes is
preferred.
Consequently, the point loads appear in places of mutual contact. The inﬂuence
of even a small force in the place of point contact causes inﬁnitely high stresses.
These stresses lead to the destruction of the briquette material. The crumble of the
once briquetted raw materials again leads to the additional costs for the utilization of
the crumbling material. The calculation of the stress state should allow to solve the
problem of ﬁnding the optimal shape of the briquette.
The stress state of the simplest form briquette obtained by plunger briquetting is
determined in this article. Against the background of a more productive roll briquetting
process, the plunger pressing differs in that it is not possible to fulﬁll the capture
conditions characterized the roll briquetting [7, 8]. To simulate the capture of the
briquette material, the ﬁnite element method implemented in the ABAQUS program
module is applied.
The following statement of the problem is applied. The diameter of the briquette is
100 mm and its height is 50 mm. The briquette is loaded by a concentrated force that
is speciﬁed in projections on the longitudinal axis z (1000 N) and on the radial axis r
(1000 N). So the resultant force equals 100 * 2 = 1410 N and it is directed at an angle
of 45∘ about the briquette axis.
As can see in Fig. 3a, the redistribution of equivalent stresses occurs with attenuation
as the distance from the point of force application is removed. The maximum value of
the equivalent stress is 15.5 MPa. This allows comparing it with the maximum allowable
value of stress for the briquette material. The Mises stresses show a stressed state
DOI 10.18502/kms.v2i2.953
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Figure 2: The briquette shape and boundary conditions for the problem solution (where 1 is the boundary
condition in the form of ﬁxation; 2 is the point of force application in the cylinder edge; 3 is the briquette).
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Figure 3: The briquette distribution of the equivalent von Mises stress (a): where 1 – 26.6 MPa; 2 – 52.3 MPa;
3 – 78.0 MPa; 4 – 10.4 MPa; 5 – 12.9 MPa and the pressure (b): where 1 – -1.79 MPa; 2 – 0.77 MPa; 3 – 3.32
MPa; 4 – 5.87 MPa.

without regard for the sign, which does not allow adequately assessing the possibility
of the briquette destruction.
At ﬁrst sight, the effect of the compressive force on the briquette edge should leads
to the creation of compression stresses. However, the pressure distribution shown in
Fig. 3b shows that this value in the neighboring regions has different signs.
In Fig. 3 the results in the form of the equal level areas of the distribution of equivalent von Mises stresses are presented.
In the area of a force application, the pressure is positive, but in a series of ﬁnite
elements it changes sign to negative. The magnitude of the pressure can be correlated
with the index of the stress state, but the signs will have to be reversed. This is more
clearly illustrated in Fig. 4, which shows the distribution of the principal maximum and
minimum stresses in the briquette.
DOI 10.18502/kms.v2i2.953
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Figure 4: Fig. 4. The briquette distribution of the principal maximum stress (a): 1 – -0.17 MPa; 2 – 2.36 MPa;
3 – 4.89 MPa; 4 – 7.42 MPa and minimum stress (b): 1 – -14.8 MPa; 2 – -10.9 MPa; 3 – -7.01 MPa; 4 – -3.13
MPa.

Here is, the sign rule corresponds to the one adopted for the displaying of the stress
state factor. It can be seen that the regions of a negative values for these two stresses
coincide, and the range of stresses with a positive sign exists, which characterizes
the tension condition. The presence of tensile stress creates the prerequisites for the
destruction of the briquette and the crumbling of its edges.
An additional factor affecting the destruction process is the creation of gas pressure
inside the briquette during its deformation. Therefore, the preconditions must be created for the gas throttling processes to take place and for removing internal pressure.
Another factor that should be taken into account in practice it is the uneven the density
distribution, respectively, and strength in the briquette itself.

3. Summary
The reason for the crumble edges of metallurgical briquettes is a complex stress state
in the areas of interaction of the adjacent briquettes. The calculations revealed the
presence of adjacent areas to the action of the compressive and tensile stresses. These
stresses create the conditions for the briquette destruction during transport operations.
The smallest crumbling has the briquette with the rounded side edges. This is typical
for briquettes obtained with roll briquetting.
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